
SECTION 610 
 

DITCH LINING 
 

610 2.01 MATERIALS. Delete and replace with the following: 
 
Ditch lining material shall be clean aggregate uniformly graded 3"-12" diameter stone with a 
maximum of 3% passing the 200 sieve. 
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